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7= 5 FR (PRODUCT) : PELIE A 4 = YFATHE (L ICENSE NO) : (F%) XK05-001-00616 TEEL (FAX) : (0518) -80927927
JEIETS09001: 20155 & K RINIE 45 : 25321QZ0074R1L  EHA (DATE) : Thu Jun 20 21:15:00 CST 2024
HER S %) ﬁ%‘i’i‘ﬁ‘é (Mp/a) _ Rt £8 a0°
ReL Rm A% | Agt/% mm %
1 [42406202026| HPB300 | d 10| 92794 | 40 [ 0.25 [ 0.21 | 0.85 | 0.022 | 0.023 0 ggg 228 ;gg 88 82 2 F+P | JEBRIH 65;5 ey
&it: TOTAL 92794 | 40 [$iBH : Ceq=C+Mn/6+(Cr+v+Mo)/5+(Cu+Ni)/15
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NOTES:

1. ACCORDING TO STANDARD AND CONTRACT STIPULATION, SECTION

STEEL IN THE CERTIFICATE HAVE BEEN INSPCETED WITH
2.THE COMPOSITION OF Ni,Cr,Cu AND CHECK ANALYSIS ACCORD WITH

3y Bl AL SR REANET, TERIERIS, AitS, NS, DU SRR, DMEEA.
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3.IF YOU FIND THE SECTION STEEL AREN'T UP TO
US THE CERTIFICATH NUMBER,BATCH NUMBER
4.DO NOT FORGED THE SECTION STELL QUALIT
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