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1 [42406202028| HPB300 | d 10| 46305 | 20 [ 0.25 [ 0.21 [ 0.84 | 0.022 | 0.023 0 22(5) ggg 21‘8 88 85 1 F+P | JEBRIH 65;5 ey
&it: TOTAL 46305 | 20 [$iBH : Ceq=C+Mn/6+(Cr+v+Mo)/5+(Cu+Ni)/15

&t

Lo AUEWIAS TS AA A Gt b S B TRDARE A 30 5 A%

2+ Ni, Cr, CuTG & B M A2 1 ) A AT S AR RN E

NOTES:

1. ACCORDING TO STANDARD AND CONTRACT STIPULATION, SECTION

STEEL IN THE CERTIFICATE HAVE BEEN INSPCETED WITH
2.THE COMPOSITION OF Ni,Cr,Cu AND CHECK ANALYSIS ACCORD WITH

3y Bl AL SR REANET, TERIERIS, AitS, NS, DU SRR, DMEEA.
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3.IF YOU FIND THE SECTION STEEL AREN'T UP TO
US THE CERTIFICATH NUMBER,BATCH NUMBER
4.DO NOT FORGED THE SECTION STELL QUALIT
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