N

AL Ffr i Ex

%5 : YXGT04B-10023A.3

E = & W E kAR A
LIANYUGANG YAXIN STEEL CO.LTD.

FEL S Bl A7 7 an R = IEERA B

YAXIN STE

— H—KPEER

fOT ROOLED PLAIN BARS PRODUCTS QUALITY IMPERATIVEP AND GUARANTEE CERTIFICATE

[l{ Ju'r: i«’l" "J‘

HFTHRE (STANDARD) : GB/T 1499.1--2017 HERA$345S (NUMBER) : 20240621223900 Mgk THNEREEEECTEX TS
v £5 B {51 (PURGHASER) : WL E) R E bR 5 A IR A 7 B4k (DESTINATION) : TR B4 (ZIPGODE) : 223523
415 (CONTARGTNO) : 202406210004 ZS (TRAIN NO) : FRGW8325 EB,3% (PHONE) : (0518)-83995777/80927927
7= 5 FR (PRODUCT) : PELIE A 4 = YFATHE (L ICENSE NO) : (F%) XK05-001-00616 TEEL (FAX) : (0518) -80927927
JEIETS09001: 20155 & K RINIE 45 : 25321QZ0074R1L  EHA (DATE) : Fri Jun 21 19:54:12 CST 2024
HER S %) ﬁ%‘iﬁt‘ﬁ% (Mp/a) _ Rt £8 a0°
17
ReL Rm A% | Agt/% mm %
1 [42406212031| HPB300 | d 10| 148493 | 64 [ 0.23 [ 0.19 [ 0.82 | 0.032 | 0.022 0 gig 21(5) 238 88 8; 1 F+P | JEBRIH 65;5 ey
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NOTES:

1. ACCORDING TO STANDARD AND CONTRACT STIPULATION, SECTION

STEEL IN THE CERTIFICATE HAVE BEEN INSPCETED WITH
2.THE COMPOSITION OF Ni,Cr,Cu AND CHECK ANALYSIS ACCORD WITH

3y Bl AL SR REANET, TERIERIS, AitS, NS, DU SRR, DMEEA.
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3.IF YOU FIND THE SECTION STEEL AREN'T UP TO
US THE CERTIFICATH NUMBER,BATCH NUMBER
4.DO NOT FORGED THE SECTION STELL QUALIT
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