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YAXIN STEEL

— F—AhEERN — HOT ROOLED WIRE RODS PRODUCTS QUALITY IMPERATIVEP AND GUARANTEE CERTIFICATE
M FTHRHE (STANDARD) : GB / T701--2008 iFRA+H 4%S (NUMBER) : 20240622164032 Mot STASEREMDBEN T RXIIHFEIS
858 (PURCHASER) : (LR E I B3 (DESTINATION) : T HF%R (ZIPCODE) : 223523
&'[E= (CONTARCTNO) : 2024062200008 ZE (TRAIN NO) : 7586360 3% (PHONE) : (0518)-83995777/80927927
7= &% R (PRODUCT) : B AELIR A 5% A P A]AE (L ICENSE NO) : {5 EL (FAX) :(0518)-80927927

JEIET1S09001 : 20155 S H AR RIMIE 4T : 25321QZ0074R1L H A (DATE) : Sat Jun 22 10:54:35 CST 2024
~ HERS %) HEEEE (Mpa) ok | .
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= = Tl || @ mE | mE | x| kx| x | & A | g | FE | HE
& Rel | Rm | A% | Agv%s | 2% [mm [e/%30] d/mm -

12406190200 d6. 250 | 355 | 32.0 0.0 | 0.0 0.2 . 6377 | ik

1 ) Q195L p 18350 8 0. 06 0. 04 0.28 0.014 0.025 0. 000 935 | 315 1320 00 00 lo2 F+P | xS
&1it: TOTAL 18350 8
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2.Ni,Cr,Cust 3 5 8 K it b 22 R 43 4 SR A AR HE R AE o
NOTES:
1. ACCORDING TO STANDARD AND CONTRACT STIPULATION, SECTION STEEL
IN THE CERTIFICATE HAVE BEEN INSPCETED WITH SAPTISFACTION.
2.THE COMPOSITION OF Ni,Cr,Cu AND CHECK ANALYSIS ACCORD WITH
STANDARD.
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