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TR (STANDARD) : GB/T 1499.1--2017 HEAA 475 (NUMBER) : 20240503193003 bt STHYERERABECTEXTHES
1 #5 B {ir (PURCHASER) : iR A TR A T FI[34 (DESTINATION) : RISk R4 (Z1PCODE) : 223523
#4E1S (CONTARCTNO) : 202405030011 ZES (TRAIN NO) : 75GD2650 B3 3% (PHONE) : (0518) -83995777/80927927
7= B R (PRODUCT) : L A 5 4 PZ{FATSE (L ICENSE NO) : (F) XK05-001-00616 221 (FAX) : (0518) -80927927
JEITIS09001: 20155 A& FIA RINE 45 : 25321QZ0074R1L  EHA (DATE) : 2024-05-03
WEZER 5 (%) ﬁ%‘i’i‘ﬁ% (Mpa) _ R~f 8 180°
e | s - ” " N
ReL Rm A% | Agt/% mm %
1 24050301540 HPB300 | d 12| 50929 22 1 0.22]0.18 | 0.78 | 0.025 | 0.024 0 ggg 23(5) 238 88 82 0 F+P | Tri 65;5 Gk
&it: TOTAL 50929 | 22 [#B :  Ceq=C+Mn/6+(Cr+v+Mo)/5+(Cu+Ni)/15
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NOTES:

1. ACCORDING TO STANDARD AND CONTRACT STIPULATION, SECTION

STEEL IN THE CERTIFICATE HAVE BEEN INSPCETED WITH
2.THE COMPOSITION OF Ni,Cr,Cu AND CHECK ANALYSIS ACCORD WITH

3y Bl AL SR REANET, TERIERIS, AitS, NS, DU SRR, DMEEA.
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3.IF YOU FIND THE SECTION STEEL AREN'T UP TO
US THE CERTIFICATH NUMBER,BATCH NUMBER
4.DO NOT FORGED THE SECTION STELL QUALIT
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