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PATHAE(STANDARD): GB/T3429-2015 EREB4S (NUMBER): 20260119042453 it STHE RS AL TR EHRELS
82 67 (PURCHASER) : IS EERRSERAT Ei5(DESTINATION): UB4(ZIPCODE) : 223523
AF=(CONTARCTNO): ZES(TRAIN NO): FGM1650 HiE(PHONE):(0518)-83995777/80927927
RS/ (PRODUCT): B BRERS0-6 SP=FATE(LICENSE NO): &M (FAX):(0518)-80927927
B11509001:2015 REEEAZAME EME:25324QZ0009R2L B#A(DATE): 2026-01-19
LFER5 (%) JIFHEE (Mpa)
F o = Mg | iRER | B ER | # < TEE | @HE | BEE Jau 180° |RE R| %&
s S s (mm) (kg) | c Si Mn P S Cr Ni Cu \% Ca | Mo | BE | BE fricE | EE SRR | mgitg - HIE
Rel Rm Al% Z/% mm G/ d/mm
1 | 52601170261 | ER50-6 | 6.5 | 50680 | 22 |0.064 | 0.883 | 1.469 | 0.017 | 0.011 | 0.037 | 0.011 | 0.017 | 0.002 | 0.001 | 0.003 gig gg T F+P | exEkmm | ki | &
&it: TOTAL 50680.00 | 22
it
1. KEBBBFEIMH R RITE R S RMER BT S, 3R RNBREEERS, FHEAS, 1S, NS, WESENRA], WEED,
2.Ni,Cr,Cut RSB RAS LR S 2HHSTRENT. A RERR RIS MIE, AEAHEEIETEENS NSNS,
NOTES:
1. ACCORDING TO STANDARD AND CONTRACT STIPULATION, SECTION STEEL 3.IF YOU FIND THE SECTION STEEL AREN'T UP TO STANDARD, INFORMING US
IN THE CERTIFICATE HAVE BEEN INSPCETED WITH SAPTISFACTION. THE CERTIFICATH NUMBER,BATCH NUMBER, AND GRADE EDC.
2.THE COMPOSITION OF Ni,Cr,Cu AND CHECK ANALYSIS ACCORD WITH 4.DO NOT FORGED THE SECTION STELL QUALITY CERTIF. E COPYS
STANDARD. ARE UNAVAILABLE. @i&
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