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YAXIN STEEL

S —EERE — HOT ROOLED WIRE RODS PRODUCTS QUALITY IMPERATIVEP AND GUARANTEE CERTIFICATE
HATHRHE (STANDARD) : GB/T3429-2015 EAB34% = (NUMBER) : 20260119110003 ik JTAEEREEIBEM TRXITHK1S
W £% 8 3 (PURCHASER) : WL E B 57 5 A IR A H|3% (DESTINATION) : R4 (Z1PCODE) : 223523
£ 1512 (CONTARCTNO) : 202601152801 Z=2 (TRAIN NO) : .709557D B35 (PHONE) : (0518)-83995777/80927927
7= 5% FR (PRODUCT) : 35 4ER50-6 £ Z234FT3E (LI CENSE NO) : 2R (FAX) : (0518)-80927927
BT 1509001 2015 R ATELAR RIMIE  FEMHS : 25324QZ0009R2L B (DATE) : 2026-01-19
ERS %) J1EMEE (Mpa)
Bl ame o | i |fmER|EK BB | it = | gy | TEE | SRR | BiBRE | 180° |®E |54
S| WHS BE | G [T || ¢ | osi | wm | P | s o | N || v oca | wo | BE | mE |G| EEE SHER| mnse | mw | A
Rel Rm A% Z/% mm | G/KH | d/mm
o 1o - o ) . o] 365 | 515 | 39 78 | 0.14 . A A
1 [125123104747| ER50-6 | 6.5 | 2275 | 1 |0.08|0.91 | 1.48 |0.014] 0.01 [0.025| 0.01 |0.022[0.002[0.001{0.002| 522 | 212 | o o PP | 6 TRL | Thkka | otk
o . , ) . N 370 | 500 | 38 80 | 0.14 . o | e | 2
2 [125123104749| ER50-6 | 6.5 | 2283 | 1 |0.08|0.89 | 1.49 [0.011]0.011{0.028[0.012]0.033|0.002| {.cal [0.002| 502 | 200 | 20 | o1s PP | 63T RGeSk
3 [125123104752| ER50-6 | 6.5 | 9168 | 4 |0.07 [ 0.88 | 1.49 [0.014 0.01 [0.029] 0.01 [0.018]0.002] (. ca} [0.002| 370 | 200 | 38 O PP |6 R | T | s
4 |125123104753| ER50-6 | 6.5 | 2270 | 1 |o0.07 |0.89 | 1.48 [0.016]0.013] 0.02 |0.008]0.016]0. 002 0-(5)00 0.002 ggg g}g gg gg PP 6T | Tm | o
) , - 5 385 | 515 | 37 79 | 0.15 ) . A
5 | 52512313829 | ER50-6 | 6.5 | 18404 | 8 |0.07 | 0.88 [ 1.49 [0.011| 0.01 [0.026]0.0090.019[0.001| (. ca)} [0.002| 252 | 250 | 5 o | ois PP | 6 AL | T | &A%
41it: TOTAL 34400.00| 15
BVE:
1. ZIKiEEH%Fﬁﬂ’ﬂﬂﬁf’éfﬁ?@&AFl%)umﬂ%ﬂ‘ %o 3.5 R R B R AT, R, LS, WS, IR ERE IR, DMEE A,
2.Ni,Cr,CuyC & & & Ml Ak 28 o3 A= R A bR e o A ANUE BTG ONIE, AIE B 55 B0 52 B SR N 25 1 65 %5 638
NOTES:
1. ACCORDING TO STANDARD AND CONTRACT STIPULATION, SECTION STEEL 3.IF YOU FIND THE SECTION STEEL AREN'T UP TO STANDARD, INFORMING US
IN THE CERTIFICATE HAVE BEEN INSPCETED WITH SAPTISFACTION. THE CERTIFICATH NUMBER, BATCH NUMBER, AND GRADE EDC.
2. THE COMPOSITION OF Ni,Cr,Cu AND CHECK ANALYSIS ACCORD WITH 4.DO NOT FORGED THE SECTION STELL QUALITY CE THE COPYS
STANDARD. ARE UNAVATLABLE. &%
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