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IAﬁ)EtupEIS;-‘:ENE_L HOT ROOLED WIRE RODS PRODUCTS QUALITY IMPERATIVEP AND GUARANTEE CERTIFICATE

PITHE(STANDARD): GB/T3429-2015 A& S (NUMBER): 20260116104034 Mt TS SRR TEK RS
884 (PURCHASER) : B EERRSERAR Bit5(DESTINATION): HR4(ZIPCODE): 223523
AF=(CONTARCTNO): #E(TRAIN NO): #GM5188 HiE(PHONE):(0518)-83995777/80927927
PR EH(PRODUCT): MELARERS0-6 &F=YFATE(LICENSE NO): EM(FAX):(0518)-80927927
BTIS09001:2015SREEEARIAE ;M= :25324QZ0009R2L B (DATE): 2026-01-16
2R (%) JIFHEE (Mpa)
F o = Mg | iRER | B BB | A | x| ggs | TEE | BAE | BEE . 180° |RE R| %&
5 S B L om | ke || c Si | mMn | P s cr | Ni | cu | V | ca | Mo | BE | BE il T O B S
Rel Rm Al% Z/% mm G/ d/mm
1 |126011100101| ERS0-6 | 6.5 2322 1 [0.064 [ 0.894 | 1.49 |0.014 | 0.01 [0.034 | 0.012 | 0.022 [0.0016[0.0011[0.0023| 30 | 230 | 3] 50 F+P | exEm | Tmm | ais
2 |126011400138| ER50-6 | 65 | 2297 | 1 |o0.068|0897| 145 |0.013| 0.01 |0.032| 0.01 |0.021 | 0.001 | 0.001 | 0.002 0| 3k 7 F+P | exEmy | ETEa | o8
3 [126011400139| ER50-6 | 6.5 | 18324 | 8 |0.069|0.874|1.462|0.017 | 0.01 |0.038 | 0.014 | 0.023 | 0.002 | 0.002 | 0.002 s | 3 g F+P | exEm | Tmm | o
4 |126011400140| ER50-6 | 65 | 4604 | 2 |0.062|0.875|1.479| 0.02 | 0.01 |0.028 | 0.01 | 0.02 | 0.002 | 0.002 | 0.002 EEra 2 F+P | exEmu | Tmm | o
5 [126011400141| ER50-6 | 6.5 | 20644 | 9 |0.071|0.886|1.475]|0.015|0.009 | 0.03 | 0.01 |0.022 | 0.002 | 0.002 | 0.002 20 3 80 F+P | 6B | Tmm | ol
&it: TOTAL 48191.00 21
Eix:
1. AIEBABERF MM ZIRTER SR ER R HE SIS, 3RPLMBREERF, FHHIEAS, #S, WS, MEEBME], UMEES,
2.Ni,Cr, CuE R BB RH RS 2 BFSITENE. A FEBBIEMIE, FEBHEHEENLAMBMEEER,
NOTES:
1. ACCORDING TO STANDARD AND CONTRACT STIPULATION, SECTION STEEL 3.IF YOU FIND THE SECTION STEEL AREN'T UP TO STANDARD, INFORMING US
IN THE CERTIFICATE HAVE BEEN INSPCETED WITH SAPTISFACTION. THE CERTIFICATH NUMBER,BATCH NUMBER, AND GRADE EDC.
2.THE COMPOSITION OF Ni,Cr,Cu AND CHECK ANALYSIS ACCORD WITH 4.DO NOT FORGED THE SECTION STELL QUALITY CERTIF E COPYS
STANDARD. ARE UNAVAILABLE. D
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PATHAE(STANDARD): GB/T3429-2015 EREB4S (NUMBER): 20260116104034 it STHE RS AL TR EHRELS
8461 (PURCHASER) : IS EERRSERAT Ei5(DESTINATION): UB4(ZIPCODE) : 223523
AF=(CONTARCTNO): ZES(TRAIN NO): 7GM5188 HiE(PHONE):(0518)-83995777/80927927
RS/ (PRODUCT): B BRERS0-6 SP=FATE(LICENSE NO): &M (FAX):(0518)-80927927
B11509001:2015 REEEAZAME EME:25324QZ0009R2L B#A(DATE): 2026-01-16
LFER5 (%) JIFHEE (Mpa)
F - = miE | HRER |\ BB | | e | gge | TEE | BHE | BERE s 180° | RE &| 485
s S s (mm) (kg) | c Si Mn P S Cr Ni Cu \% Ca | Mo | BE | BE 3 SRR | mgitg - HIE
Rel Rm Al% Z/% mm G/ d/mm
6 |126011400142| ER50-6 | 6.5 2289 1 |o0.058|0893|1.503| 0.02 |0.011 | 0.03 | 0.009 | 0.028 | 0.002 | 0.002 | 0.002 ggg g; ;g F+P | exEkmm | ki | &
&it: TOTAL 2289.00 | 1
it
1. KEBBBFEIMH R RITE R S RMER BT S, 3R RNBREEERS, FHEAS, 1S, NS, WESENRA], WEED,
2.Ni,Cr,Cut RSB RAS LR S 2HHSTRENT. A RERR RIS MIE, AEAHEEIETEENS NSNS,
NOTES:
1. ACCORDING TO STANDARD AND CONTRACT STIPULATION, SECTION STEEL 3.IF YOU FIND THE SECTION STEEL AREN'T UP TO STANDARD, INFORMING US
IN THE CERTIFICATE HAVE BEEN INSPCETED WITH SAPTISFACTION. THE CERTIFICATH NUMBER,BATCH NUMBER, AND GRADE EDC.
2.THE COMPOSITION OF Ni,Cr,Cu AND CHECK ANALYSIS ACCORD WITH 4.DO NOT FORGED THE SECTION STELL QUALITY CERTIF. E COPYS
STANDARD. ARE UNAVAILABLE. D
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