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HEAT NO. |SHOP SIGN| CATION | WEIGHT |[NUMBER C Si Mn P S
(mm) () (3) b % (R 8%) AR T (MAXLIMIT)
26100290 Q235 [160%160%12000| 43.208 18 0.172 0.191 0.514 0.013 0. 02
26100291 Q235  |160%160%12000| 28.812 12 0.175 0.174 0. 506 0. 02 0. 026
4it: TOTAL 72. 02 30
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NOTES:

1. ACCORDING TO STANDARD AND CONTRACT STIPULATION, SECTION STEEL
IN THE CERTIFICATE HAVE BEEN INSPCETED WITH SAPTISFACTION.

2.THE COMPOSITION OF Ni,Cr,Cu AND CHECK ANALYSIS ACCORD WITH
STANDARD.

3R R BN, WERHIET, i, S, MU ARERMIRAL, DMEEE.
AAUEW B OE, AUE ] 5 5 BN JE S BN L0 s 1) B 52 02K

3.IF YOU FIND THE SECTION STEEL AREN'T UP TO STANDARD, INFORMING US
THE CERTIFICATH NUMBER, BATCH NUMBER, AND GRADE EDC.

4DO NOT FORGED THE SEC O SEETISQUALITY CERTIFICATE, THE COPYS
ARE UNAVAILABLE. Y &
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